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SUN-FLY INT’L BUSINESS DEVELOPMENT LTD. 
ROOM 301, TENGHUI BUILDING, NO. 28 ZHUCUN BEIHUAN ROAD, TIANHE DISTRICT, GUANGZHOU,  
CHINA, 510660 
 
 
The following sample(s) was/were submitted and identified on behalf of the client as: 

Sample Description : SUBLIMATION LUNCH BOX 

SGS Ref No. : HKHL1510044120JL-01 

Style / Item No. : SFP-LB02 

Other Info : SUBLIMATION KIDS DINNERWARE SET 

SUBLIMATION LUNCH BOX-PINK 

SUBLIMATION LUNCH BOX-YELLOW 

SUBLIMATION LUNCH BOX-BLUE 

SUBLIMATION LUNCH BOX-RED 

Test Performed : Selected test(s) as requested by applicant 

Sample Receiving Date : Oct 19, 2015 

Test Performing Date : Oct 19, 2015 to Oct 27, 2015 

Test Result(s) : For further details, please refer to the following page(s) 

 

Result Summary : Test Requested Conclusion 

  1. US FDA 21 CFR 177.1660 (Polytetramethylene 
terephthalate) – Determination of Amount of 
Extractives 

PASS 

  2. Client’s Requirement - Total Bisphenol A (BPA) 
content  

PASS 

 
 
 
Signed for and on behalf of 
Guangzhou Branch, 
SGS-CSTC Ltd. 

 
_________________________ 
Johnny Lee 
Approved Signatory  
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Test Results : 
 
1. US FDA 21 CFR 177.1660 (Polytetramethylene terephthalate) – Determination of Amount of Extractives 
 
Method : With reference to US FDA 21 CFR 177.1660. 
 

Result 
(mg/inch

2
) Extractants Test Condition 

1 

Reporting Limit 
(mg/inch

2
) 

Permissible Limit 
(mg/inch

2
) 

Distilled water 250
o
F for 2 hours 0.01 0.02 0.08 

3% Acetic acid 212
o
F for 2 hours 0.03 0.02 0.04 

50% Alcohol 150
o
F for 2 hours 0.01 0.02 0.02 

n-Heptane 150
o
F for 2 hours 0.01 0.02 0.02 

Comment -- PASS -- -- 

 
Sample Description : 
1. White Plastic (Lid, Body of Box) 
 
Note : 1. mg/inch

2 
= milligram per square inch 

2. ºF = degrees Fahrenheit 
3. ND = Not Detected 

 
 

2. Client’s Requirement - Total Bisphenol A (BPA) content 
 
Method : Solvent extraction followed by analysis with High Performance Liquid Chromatography – Mass Selective 

Detector (HPLC-MSD). 
 

Result (mg/kg) 
Test Item 

1 

Reporting Limit  
(mg/kg) 

Client’s Limit 
(mg/kg) 

Bisphenol A (BPA) ND 1 1 

Comment PASS  --  

 
Sample Description: 
1. White Plastic (Lid, Body of Box)  
 
Note : 1. mg/kg = milligram per kilogram 

2. ND = Not Detected 
 

Remark :  

1. This test was subcontracted to SGS other qualified subcontractor.  
2. This test report is to supersede No. GZHG1510041393CW test report which was issued on Oct 27, 2015. And 

the original test reports (paper and electronic) are invalid. 
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Photo Appendix 

 

  
Sample as received 

 
 

***End of Report*** 
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